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Abstract Mathematical modeling of an Electric-Swing Ad-
sorption (ESA) system (adsorption cycle with electrother-
mal desorption step, performed by direct heating of the ad-
sorbent particles by passing electric current through them),
with annular, radial-flow, cartridge-type fixed-bed and in-
vessel condensation, is performed by using Comsol Multi-
physics™ software. Three multiphysics models are built, in
order to describe three stages of a compete ESA cycle: ad-
sorption, electrothermal desorption before the start of con-
densation and electrothermal desorption with in-vessel con-
densation. In order to describe the complete ESA cycle the
models for the three stages are integrated, by using a combi-
nation of Comsol Multiphysics™ and Matlab™. The mod-
els were successfully used for simulation of separate stages
of the process and of the complete ESA cycles, as well as
for investigation of the influences of the main operational
parameters on the process performance.
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Abbreviations

a (m?/m?)
b

C (mol/mol)

C*(mol/mol)

Chreak (mOI/mOD
Ciqr (mol/mol)
Cpg (J/mol/K)

¢pi (J/mol/K)

Cps (J/g/K)
¢pv (J/mol/K)

D,, (mol/cm/s)

D} (W/K/cm)
D (W/K/cm)
E (J/mol)

g (cm/s?)

G (mol/s)

H (cm)

h1 (cm)

hp, (J/cm?/K)

Specific surface area
Temperature coefficient of the bed
electrical resistivity

Adsorbate concentration in the
gas phase

Adsorbate concentration in the
gas phase in equilibrium with the
solid phase

Breakthrough concentration
Saturation concentration

Specific heat capacity of the inert
gas

Specific heat capacity of liquid
adsorbate

Heat capacity of the solid phase
Specific heat capacity of gaseous
adsorbate

Mass transfer dispersion
coefficient

Heat diffusivity of the gas phase
Heat diffusivity of the solid phase
Adsorption energy of the
adsorbate (D-R equation)
Gravitation constant

Flow rate of the inert gas

Bed axial dimension (Fig. 2)
Adsorber dimension (Fig. 2)
Solid to gas heat transfer
coefficient within the bed
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hg1 (J/em?/K)

hy (J/em?/K)

hug (J/cm? /K)

J (A/cm?)

Jeond (mOl/sz/S)
k (cm?)

ky (mol/cm?/s)

k1 (mol/cm?/s)

ky2 (mol/cm?/s)

Lcond (mOI/S)
Lecond (mOD

p (Pa)
Pa (Pa)
pe (Pa)
p° (Pa)
Qel (W)

Qo (J)

g (mol/g)

R, (J/mol/K)
r (cm)
r1 (cm)

rp (cm)
r3 (cm)
r4 (cm)

Sy (cm?)

Ty (K)
Ty (K)
T. (K)
Tk (K)
T, (K)
Ty (K)

Ty (K)
1(s)

U (V)
Uo (V)
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Heat transfer coefficient from the
solid phase to the gas phase in the
central tube(s)

Heat transfer coefficient from the
solid phase to the gas phase in the
annular tube

Gas to ambient heat transfer
coefficient (heat losses)

Current density

Condensation flux

Asorbent bed permeability

Mass transfer coefficient in the
adsorbent bed

Mass transfer coefficient between
the adsorbent bed and the gas in
the central tube

Mass transfer coefficient between
the adsorbent bed and the gas in
the annular tube

Flow-rate of the condensed liquid
Total amount of the condensed
liquid

Gas pressure

Ambient pressure

Critical pressure

Adsorbate saturation pressure
Rate of heat generation (equal to
electric power)

Heat generation (equal to electric
energy)

Adsorbate concentration in the
solid phase

Gas constant

Radial coordinate

Adsorber dimension—radius of
the central tube (Fig. 2)
Adsorber dimension (Fig. 2)
Adsorber dimension (Fig. 2)
Adsorber dimension—radius of
the adsorber vessel (Fig. 2)
Surface are of the outer wall of
the adsorber vessel

Ambient temperature

Gas phase temperature

Critical temperature

Referent temperature

Solid phase temperature

Switch temperature (from
desorption to adsorption)

Wall temperature

Time

Electric potential

Supply voltage

u (cm/s)

VPs,VPg,VPc,VPp

v (cm/s)
Wo (cm?/g)

z (cm)

GreeKk letters:
ap

O

A H_ggs (J/mol)
A[{comzl (J/mOI)
&b

w (Pa/s)

p (S2cm)

po (S2cm)

pg (mol/ cm3)
pb (g/cm?)
pa (g/cm?)

T (S)

Subscripts:

A
b
D

g
in

Special characters:

()

1 Introduction

Radial superficial gas velocity
Wagner constants (Wagner
equation)

Axial superficial gas velocity
Total volume of micropores (D-R
equation)

Axial coordinate

Purification factor
Separation factor
Heat of adsorption
Heat of condensation
Bed porosity
Dynamic viscosity
Electric resistivity
Electric resistivity at referent
temperature Tg

Gas phase density
Adsorbent bed density
Adsorbate density
Time period

Adsorption

Bed

Desorption

Gas

Inlet

Outlet

Previous (initial)

In the radial (r) direction
Solid phase

Central tube

Annular space

In the axial (z) direction

Time average value

Electric (or electrothermal) swing adsorption (ESA) is a rel-
atively new name (Yu et al. 2007; Sullivan et al. 2004a) for
an essentially temperature-swing adsorption (TSA) cycle in
which the adsorbent material is heated by passing electric
current through it (owing to Joule effect).

The idea about regeneration of used adsorbent beds by
direct heating by electric current was first published in the
1970s (Fabuss and Dubois 1970). The desorption process
based on this principle was later named electrothermal des-
orption (Petkovska et al. 1991) and it was recognized as a
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prospective way to perform desorption steps of TSA cycles
(Petkovska et al. 1991).

The main differences between electrothermal desorption
and classical techniques of thermal regeneration of used ad-
sorpbents (e.g. heating by hot gas or steam) are (Sullivan
2003; Petkovska and Mitrovi¢ 1994a, 1994b):

e Energy efficiency is higher than when heating by steam
or inert gas, because the energy is delivered directly to
the adsorbent, thus minimizing the energy expended for
heating of the vessel and ancillary equipment.

e Heating rate of the adsorbent is not limited by heat/mass
transfer rates between the carrier gas and the adsor-
bent, because the energy is directly applied to the ad-
sorbent rather than being delivered by the carrier gas
stream.

e Effluent concentration of adsorbate can be maximized,
because the purge gas flow rate is controlled indepen-
dently from the power applied to the adsorbent.

e Unlike steam regeneration, no water is introduced into
the system, which is difficult and costly to separate from
water-miscible adsorbates, and which can cause corro-
sion.

e The directions of heat and mass transfer are identical in
the case of electrothermal desorption, and opposite in the
case of conventional thermal desorption by hot gas or
steam. This can influence the process kinetics and dy-
namics.

It was shown that electrothermal desorption has some advan-
tages over conventional methods, regarding adsorption ki-
netics and dynamics (Petkovska and Mitrovi¢ 1994a, 1994b)
and energy efficiency (Petkovska et al. 1991; Sullivan 2003).

Most applications of electrothermal desorption have been
based on fibrous activated carbon materials (Petkovska et al.
1991; Rood et al. 2002; Sullivan et al. 2001, 2004a, 2004b;
Subrenat and Le Cloirec 2004, 2006; Moon and Shim 2006;
Luo et al. 2006), although granular activated carbons (Sny-
der and Leesch 2001; Sushchev et al. 2002; Luo et al. 2006)
and, recently, carbon monoliths (Luo et al. 2006; Yu et al.
2002, 2007), have also been used.

Up to now, different applications (mostly on laboratory
scale) of regeneration of used adsorbents by electrother-
mal desorption have been reported: air purification, with
emphases on removal of hazardous volatile organic com-
pounds (Baudu et al. 1992; Azou et al. 1993; Sullivan et
al. 2001, 2003; Subrenat and Le Cloirec 2006), gas separa-
tion (Moon and Shim 2006) and solvent recovery (Bathen
et al. 1997; Lordgooei et al. 1996; Snyder and Leesch 2001;
Sullivan 2003). In the last couple of years, some applica-
tions of electrothermal desorption on industrial scale have
also been reported (Bathen 2002; Subrenat and Le Cloirec
2004, 2006).

The subject of this investigation is mathematical mod-
eling of an ESA system based on assembly of annular,

radial-flow, cartridge-type fixed-beds, with in-vessel con-
densation (Rood et al. 2002; Sullivan 2003; Sullivan et al.
2004a), which has been developed for removal and recov-
ery of hazardous volatile organic compounds. This system
involves a large number of coupled processes and phenom-
ena: fluid flows through tubes and porous beds, adsorption,
mass transfer, heat transfer, heat generation associated with
electric current flow, and condensation, all in a rather com-
plex geometry. Such a system is very demanding from the
modeling point of view and represents a good candidate for
multiphysic modeling. This manuscript presents the proce-
dure and results of mathematical modeling of this system by
using Comsol Multiphysics™, a software tool specialized
for multiphysics modeling.

2 Description of the modeled system

The adsorber of the ESA system treated in this work con-
tains one cartridge-type adsorption bed. It is schematically
shown in Fig. la. The cartridge, which is schematically
shown in Fig. 1b, is formed as a cylindrical roll of activated
carbon fiber cloth, spirally coiled around a porous central
pipe used for introducing the gas stream (the stream that has
to be purified, during adsorption, or an inert gas stream, dur-
ing desorption). The gas flow through the adsorption bed is
in the radial direction.

During the desorption step, a low flow-rate stream of
pure inert is introduced into the adsorber and, at the same
time, electric current is passed through the adsorbent bed
in the axial direction, causing heat generation, heating of
the bed and desorption. The desorbed vapor is carried by
the radially flowing gas stream towards the adsorber wall.
When the vapor concentration near the wall becomes equal
to the saturation concentration corresponding to the wall
temperature, the vapor is condensed and drained out of
the system through the funnel shaped bottom outlet (see
Fig. la).

The switching between adsorption and desorption is per-
formed when the outlet concentration reaches some prede-
fined breakthrough value. In order to avoid thermal degra-
dation of the adsorbate, the desorption step is ended by
turning the electric heating off when the temperature in the
adsorbent bed reaches some predefined maximal tempera-
ture.

The following assumptions were used in setting up the
models:

e The adsorbent bed is treated as homogeneous, with uni-
form adsorbent porosity and density.

e The mass and heat transfer resistances on the particle
scale are neglected.

e The fluid phase is treated as an ideal gas mixture of an
inert and a single adsorbate.

@ Springer
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Fig. 1 Schematic representation of: (a) the adsorber with car-
tridge-type adsorbent bed and in-vessel condensation; and (b) the an-
nular, radial-flow cartridge

e The electric resistivity of the adsorbent is temperature
dependent. Linear temperature dependence is assumed,
based on experimental results reported in (Sullivan 2003).

e All other physical parameters and coefficients are consid-
ered as constants.

e The condensation at the adsorber wall is dropwise. This
assumption is based on experimental observations re-
ported in Sullivan (2003).

e The volume of the condensed liquid is neglected, i.e., it is
assumed that the liquid drops don’t influence the gas flow.

e The heat resistance and heat capacity of the adsorber wall
are neglected, so the wall temperature is regarded as equal
to the temperature of the environment.

e Heat transfer by radiation is neglected.

e The electric power during electrothermal desorption is
supplied under constant voltage conditions.

@ Springer

3 Multiphysics models for separate steps of the ESA
cycle

Analysis of the adsorber defined in the previous section
shows that it consists of three parts: the central tube used for
introducing the gas, the adsorbent bed and the annular space
between the adsorbent bed and the outer adsorber wall. Also,
three consecutive steps of the complete ESA cycle with in-
vessel condensation can be defined:

e Adsorption;
e Desorption without condensation;
e Desorption accompanied with condensation.

The last two steps are parts of the desorption half-cycle.

The mathematical model of the system consists of the
momentum, mass and heat balances for different parts of the
system (the central tube of the cartridge, the adsorbent bed
and the annular space around the cartridge) and for the gas
and solid phases, as well as the balance equation defining
electric current flow and heat generation owing to Joule’s
effect.

In addition, the Dubinin—Radushkevich (D-R) equation
(Dubinin 1989) is used to calculate the adsorption equilib-
rium in this system.

In principle all three steps of the ESA cycle can be de-
scribed by the same set of model equations. Nevertheless,
the heat balance for the solid phase and the boundary condi-
tions corresponding to different steps can be different, so it
was necessary to build three different models. Let us name
the models for adsorption, desorption and desorption with
condensation: Model_A, Model_D and Model_DC, respec-
tively.

In order to reduce the model complexity, and using the
fact that the adsorber is practically axially symmetrical, the
Comsol Multiphysics models were built in the axially sym-
metrical 2D space. The model geometry, which is identical
for all three models, is shown in Fig. 2. As can be seen from
this figure, the model is defined for only one half of the
adsorber, and the other half is axially symmetrical. In that
way, the number of the needed mesh elements is reduced to
half, which dramatically reduces the computational time. In
Fig. 2, we also define the main adsorber dimensions and the
sub-domains. Based on the structure of the adsorber, three
sub-domains are defined (Fig. 2):

e S1—the central tube;

e S2—the adsorbent bed;

e S3—the annular space between the cartridge and the outer
adsorber wall.

In the Comsol Multiphysics working environment, the
model equations can be defined by choosing the appropriate
application modes from a menu. The following application
modes were used in our models:
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Fig. 2 Definition of the model T
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1. Non-isothermal flow—for defining momentum balances
and fluid flows in tubes (in our models defined in sub-
domains S1 and S3);

2. Brinkman Equations—for defining momentum balances
and fluid flows in packed beds (in sub-domain S2);

3. Convection and Diffusion—for defining mass transfer in
flowing fluids (in all three sub-domains);

4. Diffusion—for defining mass transfer in stagnant phases
(in sub-domain S2);

5. Convection and Conduction—for defining heat transfer
in flowing fluids (in all three sub-domains);

6. Heat transfer by Conduction—for defining heat transfer
in stagnant phases (in sub-domain S2);

7. Conductive Media DC—for defining electric current flow
and heat generation by Joule’s effect (in sub-domain S2).

In principle, the Conductive Media DC application mode
needs to be defined only in Model_D and Model_DC, corre-
sponding to the parts of the ESA cycle when the electricity is
on. Nevertheless, in order to integrate the three models into
a model of the complete ESA cycle, this application mode
was used in all three models.

The complete mathematical model of our system is too
cumbersome for presenting it here. The model equations are
listed in Appendix 1. Here we only point out the main dif-
ferences between the three models:

1. The energy balance for the solid phase ((20) from Appen-
dix 1) contains a term defining the Joule heat generation
(80 /dV'). For Model_A this term is equal to zero.

2. The boundary conditions for the mass and heat bal-
ances corresponding to the adsorber wall are different in
Model_A and Model_D on one hand (the parts of the
process without condensation) and Model_DC, on the
other hand (the part of the process with condensation). If

no condensation at the adsorber wall is present, zero mass
flux at the wall is assumed, while the heat flux is defined
by heat losses (35). On the other hand, in the case of con-
densation, the boundary condition for the mass balance
is defined by constant concentration (equal to the satu-
ration concentration corresponding to the wall tempera-
ture), while an additional term defining the heat of con-
densation is added to the equation defining the boundary
condition for the heat balance (36).

The seven application modes listed here define the ve-
locities, concentrations and temperatures in all three sub-
domains and both phases, as well as the electric potential
and resistance of the adsorbent bed, as functions of time and
space coordinates. Nevertheless, it is recommendable to de-
fine and calculate two additional parameters which charac-
terize the ESA process: the mass of the condensed liquid per
cycle and the used electric energy per cycle.

3.1 Calculation of the mass of the condensed liquid

The flux of the condensed liquid is calculated from the gas
concentration gradient at the adsorber wall:

—Dm,rE . ey

Jeona(z, 1) = ar
r=ry4

This flux is a function of the axial position z and time ¢ (r
is the radial coordinate, r4 the radius of the adsorber vessel
(see Fig. 2), C the gas concentration, and D, , the radial dif-
fusion coefficient of the gas phase). The condensation rate is
calculated by integration of this flux over the whole surface
of the adsorber wall, and is a function of time only:

Sw
Leona(t) = / Jeona(z,1)dS. 2
0

The total amount of the condensed liquid is obtained by in-
tegrating the condensation rate over time:

Teond
Leona = /0 Lco:ld(t)dt~ (3)

Sy is the total surface area of the outer adsorber wall and
Teond the total time of condensation.

3.2 Calculation of the used electric energy

The used electric energy is equal to the Joule heat produced
in the adsorbent material. This energy per unit volume and
unit time is:

8Qa 1 ((3U\* (U’
o ()

where p is the electric resistivity, which is temperature de-
pendent, and U the electric potential.

@ Springer
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The used electric power is obtained by integration over
the adsorbent bed volume:

z=H pr=r; 2 2
Q'ez(t)zf / 3rl<<a—U> - (a—U> )27rdrdz
z=0 r=ry P ar 0z
(5

and the total used energy during desorption, by integration
over time:

Tdes

Qe = A Qe (t)dt. (©6)

Tges 18 the total desorption time and H, r; and r3 the adsorber
dimensions defined in Fig. 2.

4 Model of the complete ESA cycle

In order to simulate the complete ESA cycle, the three
Comsol Multiphysics models defined in the previous sec-
tion have to be run in a sequence, with automatic switch-
ing from one model to the next one when certain predefined
conditions are met. The following switches need to be per-
formed:

e Switching from Model_A to Model_D. This switch corre-
sponds to the end of adsorption and start of a new desorp-
tion step. It is performed automatically when the outlet
concentration reaches a certain predefined breakthrough
value Cpeqr. The outlet concentration is obtained as the
average value across the outlet, although the simulation
results showed that the gas concentration across the out-
let is nearly uniform.

e Switching from Model_D to Model_DC. This switch is
performed at the moment when the gas concentration at
the adsorber wall becomes equal to the saturation concen-
tration corresponding to the wall temperature Cj, result-
ing with the start of condensation. The saturation concen-
tration is calculated using the Wagner equation (Reid et
al. 1987). The simulations show that condensation prac-
tically starts at the same time at the whole surface of the
outer wall of the adsorber.

e Switching from Model_DC to Model_A. This switch de-
fines the end of desorption and start of a new adsorption
part of the cycle. It is performed when the maximal tem-
perature in the adsorbent bed reaches certain predefined
value Ty, which should not be exceeded, and the elec-
tricity is switched off. The modeled ESA cycle does not
assume a cooling step between the end of heating and start
of the new adsorption step (Sullivan 2003).

Although in principle different Comsol Multiphysics mod-
els can be run consecutively, automatic switching from
one model to another, by checking whether certain con-
ditions are met, is not possible in Comsol Multiphysics.

@ Springer

The problem was solved by using the coherence of Com-
sol Multiphysics and Matlab. All three Comsol Multi-
physics models were saved as Matlab m-files and then
integrated into one Matlab model, defining the complete
cycle. The structure of this integral model is shown in
Fig. 3.

In this figure, as well as in our program, the cycle is
started with the desorption step, with an equilibrium ini-
tial state in which the temperatures of both phases are equal
(and equal to the temperature of the environment) and the
adsorbent bed is assumed to be saturated, in equilibrium
with the inlet gas concentration during the adsorption step.
This sequence was chosen because it results with much
faster establishing of the cyclic steady-state (in only 2-3
cycles), compared to the case when the process is started
with the adsorption step, from an initially clean adsorbent
bed.

In order to enable integration of the models, the same
application modes have to be defined in all three Comsol
Multiphysics models, in exactly the same sequence. Also,
the model geometry and the mesh have to be identical in all
three models. Actually, in our integral model the model seg-
ments corresponding to geometry definition and mesh ini-
tialization are defined only once (Fig. 3).

5 Solution of the models and some simulation results
5.1 Used mesh, solvers and parameters

Comsol Multiphysics software is based on the finite element
method for solving systems of coupled partial differential
equations (PDEs) (Comsol AB 2005). The first step in the
solution procedure is generation of the mesh for the finite
element method. In our simulations we used a normal den-
sity mesh, with 568 mesh elements, which ensured a good
compromise between high accuracy of the solution, without
serious convergence problems on one, and moderate com-
putational times, on the other hand.

The finite element method is actually a method of dis-
cretization which approximates the PDEs by large sets of
ordinary differential equations (ODEs). The software of-
fers a choice of different solvers for solving the resulting
sets of ODEs. In our simulations we used the direct UMF-
PACK solver (Comsol AB 2005), which showed good re-
sults.

The models of the presented system were solved and used
for simulation of separate stages and of the complete ESA
cycles, for the following adsorber dimensions:

e Length of the cartridge: 30 cm

e Radius of the central tube of the cartridge: 0.95 cm
e Thickness of the adsorbent bed: 0.55 cm

e Radius of the adsorber vessel: 3.5 cm.
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The physical parameters in our models correspond to the
following adsorption system (Sullivan 2003):

e Adsorbent: American Kynol ACC-5092-20 (activated
carbon fiber cloth material)

e Adsorbate: methyl ethyl ketone (MEK)

e Carrier gas: nitrogen.

The simulations were performed for different switch tem-
peratures, breakthrough concentrations, supply voltages
and gas flow-rates during the adsorption and desorption
half-cycles. The inlet concentration during adsorption was
equal to the initial gas concentration (in all simulations
0.001 mol/mol). The initial, inlet gas and ambient tempera-
tures were all equal (293.15 K).

The complete list of the model parameters, with their de-
finitions and the numerical values used in the simulations is
given in Appendix 2.

The software offers a variety of graphical representation
of the data. We will give a small portion of the simulation
results, as illustration.

5.2 Simulation results for separate stages

The developed Comsol Multiphysics models were first used
for simulation of adsorption on a previously clean adsorbent
and desorption from a previously saturated adsorbent bed.
As aresult, the gas velocities, pressures, concentrations and
temperatures in all parts of the adsorber are simulated. Here
are some of these results.

In Fig. 4, the gas velocities in all three subdomains are
presented in vector form. The velocity profiles in the system
are established very fast (during the first 2—-3 seconds). After

(@) (b)
GAS CONCENTRATION  Max: 1.00e-3 SOLID CONCENTRATION Ma;‘; 3A1e-3
x10°
' W 3
30 0.9 30
s 25
25 25
0.7
2
20 o6 _ 20
— E —_
£
E 15 0.5 % 15 15 O,
N N
.4
10 10 ;
0.3
5
5 2 05
0.1
0 0 -
0 5 Min: 1.937e-5 0 5  Min:6.762e-5
rcm] rcm]

that, the velocities change somewhat, owing to the change
of the gas temperature and concentration, but the changes of
the velocity profiles are not significant. The results shown
in Fig. 4 correspond to adsorption and = 7000 s when the
adsorption is complete. Very similar picture of the velocity
profiles is obtained for desorption. Figure 4 shows that in the
central tube and in the annular space the gas flows mainly
in the axial direction, and through the adsorbent bed in the
radial direction.

In Figs. 5 and 6, two samples of the simulation results,
representing the gas and solid concentrations and temper-
atures, in the form of surface-plots, are given. The results
presented in Fig. 5 correspond to adsorption, 200 s af-
ter the start of adsorption on a previously clean adsorbent,
while the results in Fig. 6 correspond to desorption, 80 s

Fig. 4 The velocity profiles in
all 3 sub-domains, in vector ]
form 30
-
25 i
"=
20 1N
= T
s i
15 )
N -'m‘z?
e
10 =
5 AT
1 @
0 ’
-5 0 5
r{cmj
(© (d)
GAS TEMPERATURE ~ Max: 297.66 SOLID TEMPERATURE ~ Max: 297.64
2975 o7 5
30 297 30
297
25 296.5 25
-296 1296.
20 20 296.5
{2055 =
15 L 15 296
295 N
10 2945 10 295.5
5 294 5
295
2935 !
0 0 L ./
0 5 Min: 293.15 0 5 Min: 294.58
ricm] rem]

Fig. 5 Simulation of adsorption: (a) concentration of the gas phase; (b) concentration of the solid phase; (¢) gas temperature; (d) solid temperature

(Ci =0.001 mol/mol, G4 =0.1 mol/s, t =200 s)
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Fig. 6 Simulation of desorption: (a) concentration of the gas phase; (b) concentration of the solid phase; (¢) gas temperature; (d) solid temperature
(Cp =0.001 mol/mol, g, =0.00465 mol/g, Up =11V, Gp =0.01 mol/s, t =80 s)

after the start of desorption from a previously saturated col-
umn.

By inspection of Figs. 5 and 6 it can be observed that
the concentrations and temperatures change both in the ax-
ial and in the radial direction of the adsorber, both in the
adsorbent bed and in the tubes. Accordingly, using simpler,
one-dimensional model, which would neglect the changes in
the axial direction and assuming perfect mixing of the gas in
the tubes (Petkovska et al. 2005) would not be justified.

5.3 Simulation results of the ESA cycles

Simulation of the complete ESA process was performed
by running the integral Matlab programme, obtained by
integration the models of the three separate steps, as ex-
plained in Sect. 4. A sample of the simulation results of
the first three ESA cycles, corresponding to switch tempera-
ture 463.15 K, breakthrough concentration 0.0005 mol/mol
(50% of the feed concentration during adsorption), supply
voltage 11 V and inert gas flow-rates during adsorption and
desorption 0.1 mol/s and 0.01 mol/s, respectively, is pre-
sented in Figs. 7 (the outlet concentration), 8 (the maximal
adsorbent temperature) and 9 (the condensation rate). All
other parameters were the same as in the simulations of the
separate adsorption and desorption steps.

It can be observed that after the second cycle a quasi-
steady state is practically achieved. Also, very long adsorp-
tion and short desorption times are observed.

0.012 - - :

0.006] : - 1

0.004} . . . i . 1

0.002+ : 4

_ -

1000 2000 3000 4000 5000 6000 7000 8000
TIME (s)

OUTLET CONCENTRATION (mol/mol)

%

Fig. 7 The outlet concentration during ESA (C;, = 0.001 mol/mol,
Up=11V,G4 =0.1 mol/s, Gp =0.01 mol/s, T,y =463.15 K and
Chreak = O-SCin)

6 Analysis of the influence of the process parameters as
a basis for optimization of the ESA process

In order to analyze the performance of the ESA system,
some performance criteria were first defined, as measures
of the process quality:

Adsorption time, Tz

Desorption time, Tp

Average outlet concentration during adsorption, (Cous) A
Average outlet concentration during desorption, (Cyus)D
Separation factor—defined as the ratio of the average out-
let concentrations during adsorption and desorption, o
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Fig. 8 The maximal adsorbent temperature during ESA
(Cin =0.001 mol/mol, Uy =11V, F4 =0.1 mol/s, Fp =0.01 mol/s,
Ty =463.15 K and Cpear = 0.5C;ip)

-4

x 10

6 T T T TK T I I
H H ; 1 ;

o
i

a
H
H
H
H
H
—_—
H
H
H
H
H
H
'
—
H
H
H
v
1

CONDENSATION RATE (mol/s)
N w
i

—_
T
'
'
'
'
'

0O 1000 2000 3000 4000 5000 6000 7000 8000

TIME (s)

Fig. 9 The condensation rate during ESA (C;, = 0.001 mol/mol,
Up=11YV, Fy =0.1 mol/s, Fp = 0.01 mol/s, Ty, =463.15 K and
Chreak = 0~5Cin)

e Purification factor—defined as the ratio of the outlet and
inlet concentrations during adsorption, o),

e The total amount of condensed liquid per cycle, Lcong

e Total recovery, defined as the ratio of the total amount of
condensed liquid and the amount of adsorbate entering
the system during one cycle, Lcond/(CinTaGA)

e Used electric energy per cycle, Q.

e Used energy per mol of condensate, Q.;/Lcond-

The influence of the following operational parameters was
analyzed:

e The switch temperature Ty,,);
e The breakthrough concentration Cpeqk;
e The electrical voltage during desorption Uj.

@ Springer

The results are shown in tabular form. The influence of the
switch temperature on the defined performance criteria is
shown in Table 1, the influence of the breakthrough concen-
tration in Table 2 and the influence of the supply voltage in
Table 3. All other parameters were identical to those used in
Figs. 7-9.

The results given in these tables show clear influence of
the chosen operational parameters on the performance of the
ESA system. E.g., it could be concluded that the increase of
the switch temperature is favorable from the point of view of
separation and purification of the feed stream, as well as re-
generation of the adsorbed vapor, but unfavorable from the
point of view of energy consumption. On the other hand,
the increase of the breakthrough concentration is unfavor-
able from the point of view of separation and purification
of the feed stream, but favorable when regeneration of the
adsorbed vapor and energy consumption are of main inter-
est. The increase of the supply voltage results with higher
energy efficiency (lower energy consumption per mole of
condensate).

The total vapor recovery is ~20% in almost all cases. It
increases with the increase of the switch temperature, de-
crease of the breakthrough concentration and with the in-
crease of the supply voltage. This value is somewhat un-
derestimated, as our model assumes that condensation takes
place only during the desorption half-cycle. Nevertheless,
the simulations showed that the condensation process was
not finished at the end of the desorption half-cycle, i.e., when
the electricity was turned off. Consequently, condensation is
expected to continue in the beginning of the adsorption-half
cycle, until the gas concentration at the adsorber wall falls
below its saturation value. In order to take this into account,
another Comsol Multiphysics model would need to be in-
corporated, in which the heat generation term (8 Ol /dV)in
(20) is zero and the boundary conditions at the adsorber wall
correspond to condensation (36).

7 Conclusions

In this paper we have shown that Comsol Multiphysics™, in
combination with Matlab™, can be used for modeling and
simulation of a complex adsorption cycle. Both the geome-
try and the phenomena involved in the modeled ESA process
are very complex (3 sub-domains and 7 application modes).
For the chosen mesh, the models were used without se-
rious convergence problems, and with acceptable comput-
ing times. The integrated model of the complete ESA cy-
cle was successfully used for simulation and investigation of
the main operational parameters on the quality of the ESA
process.

The current model was simplified in several ways. First,
most physical and transport parameters were considered as
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Table 1 Analysis of the influence of the switch temperature 7,
Criterium Switch temperature Ty, [K]

433.15 463.15 493.15
(Cour)p [mol/mol] 0.00853 0.00879 0.00895
(Cour)a [mol/mol] 2.65x 1074 2.00 x 107* 1.84 x 1074
a5 = (Cour)D/{Cour) A 32.189 43.950 48.641
op ={(Cou)a/Cin,a 0.265 0.200 0.184
L¢ong [mol] 0.0400 0.0499 0.0557
Leond/(CintaGa) [%] 16.90 20.45 21.42
Q. [K]] 13.363 16.735 19.593
Qet/Lcona [KI/mol] 334.07 335.37 351.76
Tp [s] 130 158 180
TA [s] 2370 2440 2600

Table 2 Analysis of the influence of the breakthrough concentration Cpyeqk

Criterium Breakthrough concentration Cpyeqx [mol/mol]

2.5 x 1074 (25% Ci,) 3.5 x 107* (35% Cj,) 5.0 x 107* (50% C;y,)
(Cour)p [mol/mol] 0.00835 0.00854 0.00879
(Cour) A [mol/mol] 1.28 x 1074 1.58 x 1074 2.00 x 10~*
s = (Cour)D/{Cour) A 65.234 54.051 43.950
ap =(Cou)A/Cin,A 0.128 0.158 0.200
L¢ong [mol] 0.0397 0.0437 0.0499
Leond/(CintaGa) [%] 22.06 21.69 20.45
Qe [KJ] 15.268 15.717 16.735
Qet/Lecona [KJ/mol] 384.58 359.66 335.37
7p [s] 143 148 158
TA [s] 1800 2050 2440
Table 3 Analysis of the influence of the voltage used for desorption, Uy
Criterium Supply voltage Uy [V]

10 11 12

(Cour)D [mol/mol] 0.00895 0.00879 0.00869
(Cour) A [mol/mol] 1.96 x 1074 2.00 x 10~ 2.08 x 1074
g = (Cour)D/{Cour) A 45.663 43.950 41.779
ap = (Cou)a/Cin,A 0.196 0.200 0.208
L¢ong [mol] 0.0500 0.0499 0.0510
Leond/(CintaGa) [%] 20.32 20.45 20.98
Qe [KJ] 19.626 16.735 15.433
Qet/Lcona [KJ/mol] 392.52 335.37 302.61
Tp [s] 224 158 122
TA [s] 2460 2440 2430
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constants, although, strictly speaking they change with the
velocity and/or composition and/or temperature, and con-
sequently, with time and space coordinates. These rela-
tions can be included in the model, although that would in-
crease its complexity and introduce additional coupling of
the equations. Second, the heat capacity and resistance of
the adsorber wall were neglected, although, they generally
should be taken into account. In order to do that, another
sub-domain has to be added, with one application mode
(Heat transfer by conduction) defined in it. Also, the heat
transfer by radiation was not taken into account, although
for the temperatures of the adsorbent bed during desorption,
it should probably not be neglected.

In the next generation of multiphysics models of the ESA
system we are planning to gradually upgrade the complexity
by taking into account all these aspects.

Multiphysics modeling of more complex adsorbers with
two and four cartridges is also in progress.
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grant number FA8655-04-1-3053. This work was also partly sup-
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No. 142014G.

Appendix 1: The model equations

8.1 Momentum balances and continuity equations for the
gas phase

For the central tube and the annular space between the car-
tridge and the adsorber wall (sub-domains S-1 and S-3):

ou L v| 2 ou u n dv
Py — —2ru— —rpu| — + —
Pe t Mar H dz  dr

u + u + op +opu- @)
p— — v— — —_— s
"\ P ”ar 0z ar 'ur

ov LV ov " ou ) ov
rpy— —ru|l —+ — ) —2rp—
Pg dt H ar 0z Maz

av av ap
__ ) 4 P, 8
r<pg<u8r+v8z)+31) ®
ou v 0pg 0pg
("g<r(ar + az)+”> Tttt

=0. 9)

For the adsorbent bed (sub-domain S-2):

ou ou du dv
rng+V —2rua—r+ —ri 8_z+8_r

_ (B, 0N,
_ GQ”+W>M%> (10)
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ov 4y v n ou ) ov
rpg— —rul —+ — ) —2rp—
Pe ot H ar 0z MBZ

u . dp
=—r=v+-—= 11
r<kv+az>, (11)

ou  dv 0pg 0pg
_ — 4 — —= —v | =0. 12
(pg(r<8r+82)+u)+ aru+ azv (12)

The gas density is calculated as:

p

P ReT(1+ C)

8.2 Heat balances for the gas phase

For the central tube and the annular space between the car-
tridge and the adsorber wall (S-1 and S-3):

d hg 0T, hgaTg
ra[pg(c,,g + vaC)Tg] + V(_FD’*’a_r — VD[’ZE

T aC n aC
= —rpgC U—+v—
Pecrvlel ", 0z

(cpg + cpuCu %

rpg(cpg + cppClu o
0T,

—1pg(cpg —I—cva)vg. (14)

For the adsorbent bed (S-2):

d
ra[ﬂ’g(cpg +cpO)Te]

e 3Te  ne 0T,
+ V("Q;,bﬁ Dz,

ha(T, — T 7 (u2C ¢
=r a — — PoC u— —
batls = fg) = PeCpulg\ U7 T V57

0T,
—rpg(cpg + cva)uW

0T,
—rpg(cpg+cva)v¥. (15)

8.3 Adsorbate balances for the gas phase

For the central tube and the annular space between the car-
tridge and the adsorber wall (S-1 and S-3):

rE + V(—r Dm,r % _ Dm,z E)
ot pg Or Pg 0z
oc + o¢ (16)
=—|lru—+rv—|.
ar 0z

For the adsorbent bed (S-2):

= av(- = _ 2b 7+
" at + g pg Or pg 0z
k aC aC

=rLa(C*—C)—<ru—+rv—>. (17)
Pg ar 0z
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8.4 Electric current balance for resistive heating (S-2)
10U 10U

v{-r———r——|]=0. (18)
p or p 0z

Linear temperature dependence of the electric resistivity of
the adsorbent material, which was obtained experimentally
for ACFC adsorbent (Sullivan 2003) is used:

p=po(1+b(Ty —Tg)). (19)

8.5 Heat balance for the solid phase within the adsorbent
bed (S-2)

0 ns 075 ns 0T
rpb&[(cps + cp) Ty ] — V(FD,,iﬁ + rD,;a—Z

6Q.el
r
av

6Qe1_1<(8U)2 (3U>2>

av S\ ) %
— 1 & 2+ y ? 21
_po(1+b(Ts—TR>)<<ar> (az)>' D

8.6 Adsorbate balance for the solid phase within the
adsorbent bed (S-2)

a
+ rphAHadsa_? —rhpa(Ty — Tg)» (20)

%4 = kpa(C — C*). (22)

pb&t =

8.7 Equilibrium relation

Based on Dubinin—Radushkevich equation (Dubinin 1989),
a relation between the equilibrium adsorbate concentration
in the gas phase C* and its concentration in the solid phase
q and temperature 7T is obtained:

—ln( Maq )} (23)
oaWo

Wagner equation (Reid et al. 1987) is used to calculate the
adsorbate saturation pressure p°, needed in (23):

o
cr=2 exp[—
P RgTs

De
x=1—(Ts/T.). (24)
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37 11
30 1
25 |- .
— 20 |- B
E
&
b 1} 5 [0 13 |H
15 |- -
10 | B
5 - -
4(_’ “I
g 12 m |
°T r=0i2] .
o0 nnror 5
r [em]

Fig. 10 Definition of the boundaries

8.8 Boundary conditions

For better clarity, in Fig. 10 we show the cartridge geom-
etry in which all boundaries between the sub-domains, or
between the adsorber and the surrounding are defined and
numbered (from 1 to 13). The boundary conditions defined
at these boundaries are:

Boundary 1—This is the axis of symmetry: no momentum,
mass or heat transfer through it.

Boundary 2:

z=0, re0,r):

rlznpg ’ (25)
Tg =Tgin: C=Ciy.
Boundary 3:

z=H +hy, re0,r): u=0,
Dhg%— aC (26)

— 1,z az —O, _Dm’za_z =O

Boundary 4:

z€(0,hy), r=rp: u=0, v=0,
g, 0T, oC 27)
—Dfli—2=0,  —Dyrlii— =0.
0z 0z
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Boundary 5: Boundary 10:
r=r, z€(h,h+H): Plo = plas,
r=ri.  ze(ihi+H):  pla=pl. “
ulp =ulor, v|p = Vlas,
ey =ulp, Vler = Vlp,
ng 87T Dhg8T+(+C)T
( D8 —= o +,og(cpg+cva)uT) trb g, T PelCpg T Cput Ut ,
ct
hg 0T% = DhgaT + pg(Cpg +cpuCluTy
= < D, 7 oy £+ pglcpg +cppCuTy )b a7 g(Cpg T Cpv .,
33)
28 +hoa(1—ep)(Ty — T), (
+hi (1= ep)(Ty — T), (28) ' T
oC oC
<—Dm,r_+1/tc> < Dy rp— +MC>
or ot r b
oC aC
= < Dy rp— oy +MC) + k1 (1 — &) (C* = O), = (_Dm,rg +MC) + kma(1 — &) (C* = O),
ot
oT,
oT; — _phs 275 _ _
—Di Tt =ha(T = T). I =0. I=0 =D =ha(ly = T).
Boundary 11:
Boundary 6:
z=h+H, re(r,ry): u=0, v=0,
z=h,, re@rn): u=0, v=0, _phedTg _ _p € _ (34
f =0, Dy, . =0.
't 0z oz
ng 0T oC ) )
STy =0, —Dp 7 b 2 =0, (29)  Boundaries 12 and 13—These boundaries correspond to the
outer wall of the adsorber. The boundary conditions corre-
U = U, _ Dthzs Ty _ —0. sponding to this surface are different for the cases without
0z and with condensation.
Boundary 7- ° F(.)r Model A and. Model_D (adsorption and desorption
without condensation):
z=h+ H, re(r,rn): u=0, v=0, r=ry, ze€(h,h+ H) and re(r3, ra),
ng 07, aC z€(0,h): u=0, v=0,
-D%,—%=0,  —Dp.p—=0, (30) (35)
0z 0z aC hg 0T
—Dy,— =0, D __hw (T, — To).
ns 9T T oz or g8
U=0, thsa‘ =0.
z
e For Model_DC (desorption with condensation):
Boundary 8 r=ry, ze(h,h+ H) and
re(ri,rg),z€0,h):
z€(0,hy) r=rp u=0, v=0, (36)
(31) u=0, v =0, C =Cyur(Tw),
hg 8Tg oC
-D, =0, —Dy— =0. thT aC
i 0 D = _Dm,r_(_AHcond) + hwg(Tg —Ta).
" or ar
Boundary 9:
Appendix 2: Definitions and values of the model
z=0, re(r,rn): Plas = Pa> parameters used for simulation
(32) . . .
ng 0Ty _ _0 _D ¢ _ 0 All transport coefficients and physical parameters used in
Sy ’ "9z ' the models were considered as constants. The values of the

@ Springer



Adsorption (2007) 13: 357-372

371

Table 4

Parameter

Notation and value

Adsorber dimensions (defined in Fig. 2)

Bed porosity [5]

Specific surface area for heat and mass transfer [5]
Ambient pressure

Inlet gas temperature

Ambient temperature

Wall temperature

Bed hydraulic permeability [5]

Mass transfer coefficient within the bed [1]

Bed to central tube mass transfer coefficient [1]
Bed to annular tube mass transfer coefficient [1]
Heat transfer coefficient within the bed [1, 2]
Bed to central tube heat transfer coefficient [3]
Bed to central tube heat transfer coefficient [3]

Heat transfer coefficient defining heat losses [3]

Axial and radial dispersion coefficient of the gas phase in the central tube and annular space [2]
Axial and radial dispersion coefficient of the gas phase in the adsorbent bed [2]
Axial and radial heat diffusivity of the gas phase in the central tube and annular space [4]

Axial and radial heat diffusivity of the gas phase in the adsorbent bed [4]

Axial and radial heat diffusivity of the solid phase [4]
Molar heat of adsorption [5]

Molar heat of condensation [5]

Adsorbent bed density [5]

Adsorbate density [5]

Adsorbate molar mass

Inert gas molar mass (nitrogen)

Specific heat capacity of liquid adsorbate [5]

Specific heat capacity of the inert gas [5]

Heat capacity of the solid phase [5]

Specific heat capacity of gaseous adsorbate [5]

Dynamic viscosity of the inert gas [1]

Electric resistivity at referent temperature Tg = 293 K [5]
Temperature coefficient of the bed electrical resistivity [5]
Critical temperature of the inert gas (nitrogen) [5]
Critical pressure of the adsorbate [5]

Critical pressure of the inert gas (nitrogen) [5]

Wagner constants for the adsorbate [5]

Total volume of micropores (D-R equation) [5]

Adsorption energy of the adsorbate (D-R equation) [5]

r1=095cm,rp =1.5cm
r3=2cm,r4s =3.5cm
H=30cm, hy =2cm

ep =0.72

a =13.65 cm?/cm?

Pam = 101325 Pa

Tyin =293.15 K
T, =293.15K
T, =293.15K

k=4.59 x 107° cm?

k= 0.0003 mol/(cm? s)

k1 = 0.0003 mol/(cm? s)

k2 = 0.0003 mol/(cm? s)

hp = 0.0055 W/(cm? s)

g1 =0.001 W/(cm? s)

gy =0.001 W/(cm? s)

huye =35 x 107> W/(cm? K)

Dy, ; = Dy » =1 mol/(cms)

Dyzp = Dpzp =8 x 107> mol/(cmss)
D¢ = D% =1 W/(Kcm)

D%, =D}, =0.00014 W/(K cm)
DS = DI =0.0012 W/(cmK)
(— A Hygs) = 66200 J/mol

(= AHeong) = 31230 J/mol

o =0.221 g/cm3

pa =0.81 g/cm?

My =72.107 g/mol

Mp =128.02 g/mol

cpr = 157.9 J/(mol K)

¢pg =29.13 J/(mol K)

cps =0.711/(gK)

¢pp = 100.9 J/(mol K)
w=178x10"* g/cm/s
po=0.202 Qcm
b=-2x10"31/K

T.p =1262K

Pea =4.26 x 10° Pa

Pep =3.39 x 10° Pa

VP4 = —1.71476, VPg = 1.71061
VPc = —3.6877, VPp = —0.75169
Wo =0.748 cm®/g

E =14.43 x 10° J/mol

Literature sources: [1] Perry and Green (1997), [2] Ruthven (1984), [3] Incropera and DeWitt (1996), [4] Fuentes et al. (1998), [5] Sullivan (2003)

transport coefficients were estimated using literature corre-
lations (defined by the number in brackets) for some average
conditions during the process. The values of the physical

parameters are also taken from literature (given in brackets)
and correspond to some average conditions.

@ Springer



372

Adsorption (2007) 13: 357-372

References

Azou, A., Martin, G., Le Cloirec, P.: Improvement of a closed cycle for
removal and recovery of dilute gases—application to dry cleaning
industry. Environ. Technol. 14, 471-478 (1993)

Baudu, M., Le Cloirec, P., Martin, G.: La regeneration par echauf-
fement intrinseque de charbons actifs utilises pour le traitement
d’air. Environ. Technol. 13, 423-435 (1992)

Bathen, D.: Gasphasen—Adsorption in der Umwelttechnik—Stand der
Technik und Perspektiven. Chemie Ingenieur Technik 74, 209-
216 (2002)

Bathen, D., Schmidt-Traub, H., Stube, J.: Experimenteller Vorgleich
verschiedener thermischer Desorptionsverfahren zur Losungsmit-
tel ruckgewinnung. Chemie Ingenieur Technik 69, 132-134
(1997)

Comsol AB: Comsol Documentation, Comsol Multiphysics Users
Guide (2005)

Dubinin, M.M.: Fundamentals of the theory of adsorption in microp-
ores of carbon adsorbents: characteristics of their adsorption prop-
erties and microporous structures. Carbon 27, 457-467 (1989)

Fabuss, B.M., Dubois, W.H.: Carbon adsorption-electrodesorption
process. In: 63rd Annual Meeting of the Air Pollution Control
Association, St. Louis, MO (1970)

Fuentes, J., Pironti, F., Lopez de Ramos, A.L.: Effective thermal con-
ductivity in a radial-flow packed-bed reactor. Int. J. Thermophys.
19, 781-792 (1998)

Incropera, F.P., DeWitt, D.P.: Fundamentals of Heat and Mass Transfer.
Wiley, New York (1996)

Lordgooei, M., Carmichael, K.R., Kelly, T.W., Rood, M.J., Larson,
S.M.: Activated carbon cloth adsorption—cryogenic system to re-
cover toxic volatile organic compound. Gas Sep. Purif. 10, 123—
130 (1996)

Luo, L., Ramirez, D., Rood, M., Grevillot, G., Hay, J., Thurston, D.:
Adsorption and electrothermal desorption of organic vapors using
activated carbon adsorbents with novel morphologies. Carbon 44,
2715-2723 (2006)

Moon, S.H., Shim, J.W.: A novel process for CO2/CH4 gas separation
on activated carbon fibers—electric swing adsorption. J. Colloid
Interface Sci. 298, 523-528 (2006)

Petkovska, M., et al.: Temperature-swing gas separation with elec-
trothermal desorption step. Sep. Sci. Technol. 26, 425-444 (1991)

Petkovska, M., Antov, D., Sullivan, P.: Electrothermal desorption in an
annular-radial flow-ACFC adsorber-mathematical modeling. Ad-
sorption 11(1 Suppl.), 585-590 (2005)

Petkovska, M., Mitrovi¢, M.: Microscopic modeling of electrothermal
desorption. Chem. Eng. J. Biochem. Eng. J. 53, 157-165 (1994a)

@ Springer

Petkovska, M., Mitrovi¢, M.: One-dimensional, non-adiabatic, mi-
croscopic model of electrothermal desorption process dynamics.
Chem. Eng. Res. Des. 72, 713-722 (1994b)

Perry, R.H., Green, D.W.: Perry’s Chemical Engineer’s Handbook, 7th
edn. McGraw-Hill, New York (1997)

Reid, R.C., Prausnitz, J.M., Poling, B.: The Properties of Gases & Liq-
uids. McGraw—Hill, New York (1987)

Rood, M., et al.: Selective sorption and desorption of gases with elec-
trically heated activated carbon fiber cloth element. US Patent
No. 6,346,936 B1 (2002)

Ruthven, D.M.: Principles of Adsorption and Adsorption Processes.
Wiley, New York (1984)

Snyder, J.D., Leesch, J.G.: Methyl bromide recovery on activated car-
bon with repeated adsorption and electrothermal regeneration.
Ind. Eng. Chem. Res. 40, 2925-2933 (2001)

Subrenat, A., Le Cloirec, P.: Industrial application of adsorption onto
activated carbon cloths and electro-thermal regeneration. J. Envi-
ron. Eng. 130, 249-257 (2004)

Subrenat, A.S., Le Cloirec, P.A.: Volatile organic compound (VOC)
removal by adsorption onto activated carbon fiber cloth and
electrothermal desorption: An industrial application. Chem. Eng.
Commun. 193, 478-486 (2006)

Sullivan, P.: Organic vapor recovery using activated carbon fiber cloth
and electrothermal desorption. Ph.D. thesis, University of Illinois
at Urbana-Champaign (2003)

Sullivan, P.D., Rood, M.J., Hay, K.J., Qi, S.: Adsorption and elec-
trothermal desorption of hazardous organic vapors. J. Environ.
Eng. 127, 217-223 (2001)

Sullivan, P.D., Rood, M.J., Grevillot, G., Wander, J.D., Hay, K.J.: Acti-
vated carbon fiber cloth electrothermal swing adsorption system.
Environ. Sci. Technol. 38, 4865-4877 (2004a)

Sullivan, P.D., Rood, M.J., Dombrowski, K.D., Hay, K.J.: Capture of
organic vapors using adsorption and electrothermal regeneration.
J. Environ. Eng. 130, 258-267 (2004b)

Sushchev, S.V., Shumyatskii, Y.I., Alekhina, M.B.: Steady-state tem-
perature and adsorption distributions in a resistance-heated gran-
ular activated-charcoal bed. Theor. Found. Chem. Eng. 36, 141—
144 (2002)

Yu, ED., Luo, L.A., Grevillot, G.: Adsorption isotherms of VOCs onto
an activated carbon monolith: experimental measurement and cor-
relation with different models. J. Chem. Eng. Data 47, 467-473
(2002)

Yu, ED., Luo, L., Grevillot, G.: Electrothermal swing adsorption of
toluene on an activated carbon monolith: experiments and para-
metric theoretical study. Chem. Eng. Proc. 46, 70-81 (2007)



	Multiphysics modeling of electric-swing adsorption system with in-vessel condensation
	Abstract
	Abbreviations
	Greek letters:
	Subscripts:
	Special characters:
	Introduction
	Description of the modeled system
	Multiphysics models for separate steps of the ESA cycle
	Calculation of the mass of the condensed liquid
	Calculation of the used electric energy

	Model of the complete ESA cycle
	Solution of the models and some simulation results
	Used mesh, solvers and parameters
	Simulation results for separate stages
	Simulation results of the ESA cycles

	Analysis of the influence of the process parameters as a basis for optimization of the ESA process
	Conclusions
	Acknowledgements
	Appendix 1: The model equations
	Momentum balances and continuity equations for the gas phase
	Heat balances for the gas phase
	Adsorbate balances for the gas phase
	Electric current balance for resistive heating (S-2)
	Heat balance for the solid phase within the adsorbent bed (S-2)
	Adsorbate balance for the solid phase within the adsorbent bed (S-2)
	Equilibrium relation
	Boundary conditions

	Appendix 2: Definitions and values of the model parameters used for simulation
	References



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (ISO Coated)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.3
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Perceptual
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /sRGB
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts false
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /Warning
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 150
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /Warning
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 150
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 600
  /MonoImageMinResolutionPolicy /Warning
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents for journal articles and eBooks for online presentation. Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [595.276 841.890]
>> setpagedevice


	1_REPORT_DATE_DDMMYYYY: 18-APR-2007
	2_REPORT_TYPE: Journal Article POSTPRINT
	3_DATES_COVERED_From__To: 20-JAN-2005-- 01-APR-2007
	4_TITLE_AND_SUBTITLE: Multiphysics Modeling of Electric-Swing Adsorption System With In-Vessel Condensation
	5a_CONTRACT_NUMBER: FA4819-07-D-0001
	5b_GRANT_NUMBER: 
	5c_PROGRAM_ELEMENT_NUMBER: 63112F
	5d_PROJECT_NUMBER: 4918
	5e_TASK_NUMBER: L1
	5f_WORK_UNIT_NUMBER: Q230LA53
	6_AUTHORS: Petkovska, Menka; Antov-Bozalo, Danijela; Markovic, Ana; 
Sullivan, Patrick D.
	7_PERFORMING_ORGANIZATION: Department of Chemical Engineering
Faculty of Technology and Metallurgy
University of Belgrade
Belgrade, Serbia
	8_PERFORMING_ORGANIZATION: 
	9_SPONSORINGMONITORING_AG: Air Force Research Laboratory
Materials and Manufacturing Directorate
139 Barnes Drive, Suite 2
Tyndall Air Force Base, FL 32403-5323
	10_SPONSORMONITORS_ACRONY: AFRL/RXQL
	1_1_SPONSORMONITORS_REPOR: AFRL-RX-TY-TP-2008-4557
	12_DISTRIBUTIONAVAILABILI: 
Distribution Statement A:  Approved for public release; distribution unlimited.
	13_SUPPLEMENTARY_NOTES: 
Published in Adsorption (2007) 13: 357-372.  Pub. Springer Science+Business Media.  Document contains color images.
	14ABSTRACT:  
Mathematical modeling of an Electric-Swing Adsorption (ESA) system (adsorption cycle with electrothermal desorption step, performed by direct heating of the adsorbent particles by passing electric current through them), with annular, radial-flow, cartridge-type fixed-bed and in-vessel condensation, is performed by using Comsol MultiphysicsTM software.  Three multiphysics models are built, in order to describe three stages of a compete ESA cycle: adsorption, electrothermal desorption before the start of condensation and electrothermal desorption with in-vessel condensation.  In order to describe the complete ESA cycle the models for the three stages are integrated, by using a combination of Comsol MultiphysicsTM and MatlabTM.  The models were successfully used for simulation of separate stages of the process and of the complete ESA cycles, as well as for investigation of the influences of the main operational parameters on the process performance.
	15_SUBJECT_TERMS: 
multiphysics modeling, electric-swing adsorption (ESA), electrothermal desorption, in-vessel condensation
	a_REPORT: U
	bABSTRACT: U
	c_THIS_PAGE: U
	17_limitation_of_abstract: SAR
	number_of_pages: 18
	19a_NAME_OF_RESPONSIBLE_P: Patrick Sullivan
	19b_TELEPHONE_NUMBER_Incl: 
	Reset: 


